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1. Scope

This specification covers performance, tests and quality requirements of the ground spring.

2. APPLICABLE DOCUMENTS AND SPECIFICATIONS

The following documents form a part of this specification to the extent specified herein. Unless otherwise specified, the
latest edition of the document applies. In the event of conflict between the requirements of the specification and the
product drawing, the product drawing shall take precedence.. In the event of conflict between the requirements of this
specification and the referenced documents, this specification shall take precedence.

3. TECHNICALPARAMETERS

3.1 contact resistance:80 m Q.max initial, AR=50 mQ Max after test
3.2 Temperature:

Operating : -40°C ~ +105°C

Storage : -35°C ~+85°C

4. PERFORMANCE

4.1 Appearance Requirements

Item Description Test Condition Requirement
Visual and Visual, dimension and functional per Meets requirements of

4.1.1 dimension applicable quality inspection plan. product drawing. No
inspections physical damage.

4.2 Electrical Requirements

Item Description Test Condition Requirement
Mated connector: apply a maximum The initial: 80 mQ Max;
_ContaCt voltage of 1.5V and a current of 1.0A. AR=50 mQ Max
4.2.1 Resistance (Low Per EIA-364-23B
changed after
Level) .
environmental exposure

4.3 Mechanical Requirements

Item Description Test Condition Requirement
Press the Contact Point Till it 75+ 15gf min. and
4.3.1 Pre-load Force Deflect fatigue is less than 0.10mm
Per EIA-364-09B
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Press and Replace are repeated 1500 A nod
. cycles with connector at the speed rate of ppearance: no damage
43.2 Durability 450~550 cycles/hour, Contact Resistance
Per EIA-364-09B AR=50 mQ maximum
Upload the force, press the connector
after SMT,
The direction force is as below(from Peeling force>=3.0kgf
433 Peeling force | cutting face):

4.4 Environmental Requirements

Item Description Test Condition Requirement
High relative N;a;g(}g r;%;xg);urgg; 0 the ;Ondmon Appearance: no damage
4.4.1 Humidity © G070 B, JULOUIS. RECOVELY Contact Resistance
exposure time 1-2hours. AR=50 mQ maximum
Per ETA-364-31
The connector shell be mated and
exposured to the following condition for
25 cycles continuous. 1 cycle: a) -30+3
‘Cfor 30 minutes. b)70+2Cfor 30 Appearance: no damage
442 Thermal shock | minutes. Transit Contact Resistance
time shall be within Sminutes, recovery /AR=50 mQ maximum
time 1~2 hours.
Per ETA-364-32
Item Description Test Condition Requirement
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The connector shall be mated and
exposured to the following salt mist
conditions. At the completion of the
exposure period, salt deposits shall be
removed by a gentle wash or dip in
running water, after which the specified Appearance: nq damage
443 Salt spray measurements shall be performed. Contact Resistance
Concentration : 5+1% AR=50 mQ maximum
Spray time: 24 hours
Temperature: 35+2°C
- Dip solder tails into the molten solder Solder coverage: 95%
444 Solder ability at 245+5°Cfor 5+0.5 sec, Minimum
Resistance to No damatge z;lfter 2 times
445 soldering Reflow Infrared the reflow condition of 5.1 otretlow
Measurement after 24+2
Heat
hours

5.SMTTEMPERATURE CURVE
5.1 Recommended TEM.&Time relative curve of RE-FLOW.

Temp.(*cy

260

Peak temp. 255%5°c 10sec,

220

200

130

100

23

60 to 120sec.

Time gec.y
30 to B0 sec.
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2 Extremed TEM.&Time curve of RE-FLOW.

¥e

240

Time 'sec.»

210

180
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85 % RH

120

~

a0

&0

A

30

solderability before use if the product has been stored for more than 6

months.

Life : Use this product within 6 months after receipt. Check the terminal

Relative Humidity: 15

(2, rdua) %

6. STORAGE CONDITION
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7. TEST SEQUENCE AND SAMPLE QUANTITY

Item Group
A B C D E
4.11 Vlsual‘ and d1mens10nal 1.7 1.5 1.5 1.5 13
inspections
4.2.1 Contact Resistance 26 | 24 | 24 | 24
4.3.1 Pre-load Force 3
4.3.2 | Force at Max. Deflection 4
433 Durability 5
4.4.1 High relative Humidity 3
exposure
4.4.2 Thermal shock 3
4473 Salt spray 3
4.4.4 Solder ability 2
Resistance to soldering
4.4.5 Reflow Heat
Sample QTY Spcs | Spes | Spes | Spes | Spes | Spes
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