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77138-201LF NOTE 5 FIG.1
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(el OeEW NOTES
' ' 1 MATERIAL : PHOSPHOR BRONZE
| 2.3 NOTE 7
- . @FINISH : SELECTIVE GOLD PLATING 0.2um MIN
0 ___Z|_ | , (CONTACT AREA) OVER 1.27um Ni MIN
Te] ]
| <t—A 3 WIRE RANGE : AWG 26—30
- ' B 4 GENERAL TOLERANCE : +0.25
AN @FINISH : SELECTIVE GOLD PLATING 0.5um MIN B
N (CONTACT AREA) OVER 1.27um Ni MIN —
S T T T MANUFACTURING COUNTRY FINISH : SELECTIVE GOLD PLATING 0.76um MIN
S 0.9 o (CONTACT AREA) OVER 1.27um Ni MIN
s . x
2 ~ © 7 REMAINDER : — GOLD FLasH FOR(2)(5)(6)
g 0.6 v/ 8 S
S P - o/ 2 puc - 2.0-5.0um TIN FOR
. 97 N~ H 4 a— UNDERPLATING 1.27um Ni MIN ALL OVER
o .
X9 N - 8 THIS PRODUCT MEETS EUROPEAN UNION DIRECTIVES
- AND OTHER COUNTRY REGULATIONS AS DESCRIBED IN
GS—47-0004
T
| L 9 CRIMP SPECIFICATION AS PER GS—20-058
: i : 1.4+0.05 (10)FINISH : 2.0-5.0um TIN ON CONTACT AREA.
C 53 ' UNDERPLATING 1.27um Ni MIN ALL OVER C
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