CTI =48
Test Report

Report No. A2250085823101017

Company Name WENZHOU QIAOSIMAN NEW MATERIAL TECHNOLOGY CO., LTD

shown on Report

Address PU HU SECOND VILLAGE, SHIFAN STREET, YUEQING CITY, ZHEJIANG
PROVINCE

The following sample(s) and sample information was/were submitted and identified by/on the behalf
of the applicant

Sample Name Plastic particle

Model No. GSM A66V0 H-G3

Color natural color

Material PA66/PA6

Sample Received Date Feb. 19, 2025

Testing Period Feb. 19, 2025 to Feb. 24, 2025

Test Requested As specified by client, to test Polycyclic Aromatic Hydrocarbons (PAHs) in the

submitted sample(s).

Ry |

Test Method
Measured B éﬁ
Test Item(s) Test Method Equipment(s) i ,Liﬁ
Polycyclic Aromatic Hydrocarbons (PAHs) AfPS GS 2019:01 PAK GC-MS %'&‘:
Kﬁ")
Test Result(s) Please refer to the following page(s). Rk
Inspection & T
\(,\/ N Ch 1 Date Feb. 24, 2025
Yin Chi
Lab Authorized Signatory No. R465022007
t I sﬂeg%q[qr&léeﬂr{geslerql ofial (Ningbo) Co.,Ltd. 1-2F, Eastern Factory, No.76, Jinghua Road, High-Tech Zone, Ningbo, Zhejiang, China
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Test Result(s)
Tested Item(s) Result MDL
017
Polycyclic Aromatic Hydrocarbons (PAHs)
Naphthalene N.D. 0.2 mg/kg
Phenanthrene N.D. 0.2 mg/kg
Anthracene N.D. 0.2 mg/kg
Fluoranthene N.D. 0.2 mg/kg
Pyrene N.D. 0.2 mg/kg
Benzo(a)anthracene N.D. 0.2 mg/kg
Chrysene N.D. 0.2 mg/kg
Benzo(b)fluoranthene N.D. 0.2 mg/kg
Benzo(j)fluoranthene N.D. 0.2 mg/kg
Benzo(e)pyrene N.D. 0.2 mg/kg
Benzo(k)fluoranthene N.D. 0.2 mg/kg
Benzo(a)pyrene N.D. 0.2 mg/kg
Indeno(1,2,3-cd)pyrene N.D. 0.2 mg/kg
Dibenzo(a,h)anthracene N.D. 0.2 mg/kg
Benzo(g,h,i)perylene N.D. 0.2 mg/kg
Sum (Phenanthrene, Anthracene, N.D. /
Fluoranthene, Pyrene)
Sum 15 PAHs N.D. /

Sample/Part Description

No. CTI Sample ID
1 017

Description
Beige white plastic grains

Remark: -MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )

-mg/kg = ppm = parts per million
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Maximum PAHs limits (mg/kg) for the materials with relevant contact/grip and operating surfaces that are

to be categorised based on the results of the risk assessment

** Definition “short-term repetitive contact” taken from REACH Annex XVII entry 50 amendment
(REGULATION (EU) No.1272/2013)
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Category 1 Category 2 Category 3
Materials intended to Materials not covered by Materials not covered by
be placed in the category 1, coming into category 1 nor by category 2,
mouth, or materials in long-term contact (more than coming into short-term
toys according to 30s) or short-term repetitive contact (up to 30s) with skin
Directive 2009/48/EC contact®** with skin during the during the intended or
Parameters or materials for the intended or foreseeable use foreseeable use
use by childrenup to | {Jse by children Use by children
3 yea.rs 01.° age (< 14 years) o (< 14 years) Oth
coming into (include both er (include both °
long-term contact . consumer . consumer
) ) active and active and
with skin (more than . . products . . products
i passive direct passive direct
30s) during the -
intended use contact) Cey,
Benzo(a)pyrene <02 <0.2 <0.5 <0.5 <1 g
Benzo(e)pyrene <0.2 <0.2 <0.5 <0.5 <1 W,«,«(
7
Benzo(a)anthracene <02 <0.2 <0.5 <0.5 <1
Benzo(b)fluoranthene <0.2 <0.2 <0.5 <0.5 <1 d
Benzo(j)fluoranthene <0.2 <02 <05 <0.5 <1 Fﬁ
Benzo(k)fluoranthene <02 <02 <05 <0.5 <1 Serv
Chrysene <0.2 <0.2 <0.5 <0.5 <1
Dibenzo(a,h)anthracene <02 <02 <05 <0.5 <1
Benzo(g,h,i)perylene <02 <02 <0.5 <0.5 <1
Indenol(1,2,3-cd)pyrene <0.2 <0.2 <0.5 <0.5 <1
Phenanthrene,
Anthracene, <1 Sum <5 Sum <10 Sum <20 Sum <50 Sum
Fluoranthene, Pyrene
Naphthalene <1 <2 <10
Sum 15 PAHs <1 <5 <10 <20 <50
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Test Process
Weigh sample and place in a thimble :>- Extracted with organic solvent
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Analyzed by GC-MS < Purification/Filtration
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Statement:

1. This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified;

3. The result(s) shown in this report refer(s) only to the sample(s) tested;

4. Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

5. Without written approval of CTI, this report can’t be reproduced except in full;

6. In case of any discrepancy between the English version and Chinese version of the testing reports (if generated), the
Chinese version shall prevail.

*** End of report ***
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Appendix

Client Reference Information

GSM A66V0 H-G2/G4/G5/G6/GT45

Statement:

1. The Appendix Information was/were provided by the applicant who should be responsible for the authenticity
which CTT hasn’t verified.

2. The Appendix Information is/are the supplement(s) for the Report A2250085823101017.
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